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HONG KONG

Sample Description: HANG ON HARVEY

Vendor: N/A Sample Size: 12
Manufacturer: N/A Style No(s): 22346
Buyer: N/A SKN/SKU No.: N/A
Labeled Age Grade: AGES 3+ PO No.: N/A
Appropriate Age Grade: NOT REQUESTED Ref #: N/A
Client Specified Age 3+ Country of Origin: CHINA
Grade:

Tested Age Grade: OVER 3 YEARS OF AGE Assortment No.: N/A
UPC Code: 855110223463

EXECUTIVE SUMMARY:

The sample(s) MEET the following requirement(s):

- The BBP, DBP & DEHP content requirements by composite testing of the Consumer Product Safety
Improvement Act (CPSIA) of 2008 Sec. 108(a) Prohibition On Sale of Certain Products Containing Specified
Phthalates.

- The DNOP, DIDP & DINP content requirements by composite testing of the Consumer Product Safety
Improvement Act (CPSIA) of 2008 Sec. 108(b)(1) Prohibition On Sale of Certain Products Containing Specified
Phthalates.

- The total lead content of 600ppm requirements by composite testing in substrate materials (Consumer Products
Safety Improvement Act (CPSIA) of 2008).
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This report is governed by, and incorporates by reference, the Conditions of Testing as posled al the date of issuance of lhis report at
http://www.bureauventas.com/cps and is inlended for your exclusive use. Any copying or replicalion of Lhis repart to or for any other persan or enlity,
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or use of our name or trademark, is permitted only with our prior written permission. This report sets forth our findings solely with respect to lhe lest
samples idendified herein. The results set forth in this reporl are not indicative or representative of the quality or characleristics of the lot from which a
tesl sample was taken or any similar or identical product unless specifically and expressly noted. Our report includes all of 1he 1ests requested by you
and the results thereal based upon Lhe information that you provided to us You have 60 days from the date of issuance of lhis report to notify us of
any material error or omission caused by our negligence; provided, however, lhat such nolice shall be in writing and shall specifically address he issue
you wish to raise A failure to raise such issue within the prescribed time shall constitute your unqualified acceptance of the compleleness of this
repori, the tests conducted and the correctness of the report conlents
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RESULTS:

TOTAL LEAD CONTENT IN SUBSTRATE BY COMPOSITE TESTING (Consumer Product Safety
Improvement Act (CPSIA) of 2008)

Element: Lead
Requirement: Maximum allowable limit;
February 10, 2009: 600 mg/kg
August 14, 2009: 300 mg/kg
Sample Description Result Conclusion
Color / Component Location Style (mglkg)
(A) Red plastic Base & frame LT 12 Pass
Transparent plastic Frame
Bright yellow plastic Pegs
(B) Yellow plastic People LT 12 Pass
Sky- blue plastic Pegs
Dull sky-blue plastic People
LT = Less Than mg/kg = milligrams per kilogram (ppm = parts per million)

* = Average of duplicate analyses

Remark:

Comment: Compliance with CPSIA lead content of 600ppm requirement in substrate as of February 10,
2009 and CPSIA lead content of 300ppm requirement in substrate as of August 14, 2009.

PHTHALATES CONTENT IN CHILDREN’S TOYS AND CHILDCARE ARTICLES BY COMPOSITE TESTING
(Consumer Product Safety Improvement Act (CPSIA) of 2008 Sec. 108(a) Prohibition On Sale of Certain
Products Containing Specified Phthalates - BBP / DBP / DEHP CONTENT)

Sample Test Component Location Style
Identity
A. White/ black coating Words on base, Harvey
B. Yellow plastic Pegs, Harvey
Blue plastic Pegs, Harvey
C. Red plastic Base, playing field frame
Clear plastic Playing field
Test Parameter: BBP DBP DEHP
Limit (%): 0.1 0.1 0.1
Sample Result (%) Conclusion
/. — LT 0.005 LT 0.005 LT 0.005 - Pass
B. LT 0.005 LT 0.005 LT 0.005 Pass
C. LT 0.005 LT 0.005 LT 0.005 Pass
Detection Limit :
BBP = Butyl benzyl phthalate (0.005%) Results reported in percentage
DBP = Dibutyl phthalate (0.005%) LT  =Lessthan

DEHP = Di(2-ethylhexyl) phthalate (0.005%) ND = None detected
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RESULTS:

PHTHALATES CONTENT IN CHILDREN’S TOYS AND CHILDCARE ARTICLES BY COMPOSITE TESTING
(Consumer Product Safety Improvement Act (CPSIA) of 2008 Sec. 108(b)(1) Prohibition On Sale of Certain
Products Containing Specified Phthalates - DNOP / DINP / DIDP CONTENT)

Sample Test Component Location Style
Identity
A. White/ black coating Words on base, Harvey
B. Yellow plastic Pegs, Harvey
Blue plastic Pegs, Harvey
C. Red plastic Base, playing field frame
Clear plastic Playing field
Test Parameter: DNOP DINP DIDP
Limit (%): 0.1 0.1 0.1
Sample Result (%) Conclusion
A. LT 0.005 LT 0.005 LT 0.005 Pass
B. LT 0.005 LT 0.005 LT 0.005 Pass
C. LT 0.005 LT 0.005 LT 0.005 Pass

Detection Limit :

DNOP = Di-n-octyl phthalate (0.005%) Results reported in percentage
DINP = Di-iso-nonyl phthalate (0.005%) LT =Llessthan

DIDP = Di-iso-decy! phthalate (0.005%) ND = None detected
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